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ISO 4136 Destructive Test on Welds in Metallic Materials- Transverse Tensile Test 

ISO 5173 Destructive Tests on welds in Metallic Materials – Bend Tests 
Inclusion- 7.2.2 Testing with a former 

ISO 6892-1 Metallic Materials- Tensile Testing  
Part 1 – Method of Test at Room temperature 
Inclusion – Method B 
Clause 10.3.3.2.1 – Upper yield Strength ReH 
Clause 10.3.3.2.2 – Lower yield Strength ReL 
Clause 10.3.3.3–   
Tensile strength Rm,  
Percentage elongation after fracture A,  
Percentage total extension at the maximum force Agt,  
percentage reduction area Z.  

ISO 7438 Metallic Materials - Bend Test  
Inclusion – a) Bending device with two supports and a former 
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